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Sample Description 樣品敘述: 
One (1) group of submitted samples said to be : 
以下測試樣品乃供應商所提供及確認 : 
Sample Description 
樣品名稱 

: 台塑鋼 FORMOCON 

Style / Item No. 
產品型號  

: FM270 

Date Sample Received 
收件日期  

: Apr 07, 2016 

Date Test Started 
開始測試日期  

: Apr 11, 2016 

  

 
Test Conducted 測試執行 : 

As requested by the applicant, for details please refer to attached pages. 
依申請商之要求 , 細節請參考附頁 . 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

Lead (Pb) Content  
鉛含量 ppm 

With reference to IEC 62321-5: 2013, 
by microwave or acid digestion and 
determined by ICP-OES. 
參考 IEC 62321-5: 2013，以微波消化
法消化樣品並用感應耦合電漿原子發
射光譜儀分析。 

ND 2 

Cadmium (Cd) Content  
鎘含量 ppm 

With reference to IEC 62321-5: 2013, 
by microwave or acid digestion and 
determined by ICP-OES. 
參考 IEC 62321-5: 2013，以微波消化
法消化樣品並用感應耦合電漿原子發
射光譜儀分析。 

ND 2 

Mercury (Hg) Content  
汞含量 ppm 

With reference to IEC 62321-4: 2013, 
by microwave or acid digestion and 
determined by ICP-OES. 
參考 IEC 62321-4: 2013，以微波消化
法消化樣品並用感應耦合電漿原子發
射光譜儀分析。 

ND 2 

Chromium VI (Cr6+) Content  
六價鉻含量 ppm 

With reference to IEC 62321: 2008, 
by alkaline digestion and determined 
by UV-Vis Spectrophotometer. 
參考 IEC 62321:2008，以鹼液消化並
用紫外光-可見光分光光度計分析。 

ND 1 

Polybrominated Biphenyls (PBBs) 多溴聯苯 
Monobrominated Biphenyls 
(MonoBB) 單溴聯苯 ND 5 

Dibrominated Biphenyls  
(DiBB) 二溴聯苯 ND 5 

Tribrominated Biphenyls  
(TriBB) 三溴聯苯 ND 5 

Tetrabrominated Biphenyls 
(TetraBB) 四溴聯苯 ND 5 

Pentabrominated Biphenyls 
(PentaBB) 五溴聯苯 ND 5 

Hexabrominated Biphenyls 
(HexaBB) 六溴聯苯 ND 5 

Heptabrominated Biphenyls 
(HeptaBB) 七溴聯苯 ND 5 

Octabrominated Biphenyls  
(OctaBB) 八溴聯苯 ND 5 

Nonabrominated Biphenyls 
(NonaBB) 九溴聯苯 ND 5 

Decabrominated Biphenyl  
(DecaBB) 十溴聯苯 

ppm 

With reference to IEC 62321-6: 2015, 
by solvent extraction and determined 
by GC-MS and further HPLC-DAD. 
confirmation when necessary. 
參考 IEC 62321-6: 2015，以溶劑萃取
並用氣相層析質譜儀分析，必要時會
以高效液相層析儀光二極體陣列偵測
儀進行確認。 

ND 5 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

Polybrominated Diphenyl Ethers (PBDEs) 多溴聯苯醚 
Monobrominated Diphenyl Ethers 
(MonoBDE) 單溴聯苯醚 ND 5 

Dibrominated Diphenyl Ethers 
(DiBDE) 二溴聯苯醚 ND 5 

Tribrominated Diphenyl Ethers 
(TriBDE) 三溴聯苯醚 ND 5 

Tetrabrominated Diphenyl Ethers 
(TetraBDE) 四溴聯苯醚 ND 5 

Pentabrominated Diphenyl Ethers 
(PentaBDE) 五溴聯苯醚 ND 5 

Hexabrominated Diphenyl Ethers 
(HexaBDE) 六溴聯苯醚 ND 5 

Heptabrominated Diphenyl Ethers 
(HeptaBDE) 七溴聯苯醚 ND 5 

Octabrominated Diphenyl Ethers 
(OctaBDE) 八溴聯苯醚 ND 5 

Nonabrominated Diphenyl Ethers 
(NonaBDE) 九溴聯苯醚 ND 5 

Decabrominated Diphenyl Ether 
(DecaBDE) 十溴聯苯醚 

ppm 

With reference to IEC 62321-6: 2015, 
by solvent extraction and determined 
by GC-MS and further HPLC-DAD. 
confirmation when necessary. 
參考 IEC 62321-6: 2015，以溶劑萃取

並用氣相層析質譜儀分析，必要時會

以高效液相層析儀光二極體陣列偵測

儀進行確認。 

ND 5 

Organotin Compounds 有機錫化合物 
Tributyltin (TBT) included TBTO  
三丁基錫化合物(包含 TBTO) ppm ND 0.03 

Triphenyltin (TPhT) 三苯基錫化合物 ppm ND 0.03 
Dibutyltin (DBT) 二丁基錫化合物 ppm ND 0.03 
Dioctyltin (DOT) 二辛基錫化合物 ppm 

With reference to ISO 17353, by 
solvent extraction and determined by 
GC-MS. 
參考 ISO 17353，以溶劑萃取並用氣

相層析質譜儀分析。 ND 0.03 
Asbestos 石綿 
Anthophyllite 斜方角閃石 NA Negative NA 
Crocidolite 青石綿 NA Negative NA 
Amosite 棕石綿 NA Negative NA 
Tremolite 透閃石 NA Negative NA 
Chrysotile 白石綿 NA Negative NA 
Actinolite 陽起石 NA 

By FT-IR analysis.  
以傅立葉轉換紅外線吸收光譜儀檢

測。 

Negative NA 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

Azo Dyes Compounds (Specific Amine) 偶氮化合物 
4-Aminodiphenyl  
4-氨基聯苯 (92-67-1) ppm ND 5 

Benzidine 聯苯胺 (92-87-5) ppm ND 5 
4-Chloro-o-Toluidine  
4-氯鄰甲苯胺 (95-69-2) ppm ND 5 

2-Naphthylamine 2-奈胺 (91-59-8) ppm ND 5 
o-Aminoazotoluene 
鄰氨基二甲基偶氮苯 (97-56-3) ppm ND 5 
2-Amino-4-Nitrotoluene  
2-氨-4-硝基甲苯 (99-55-8) ppm ND 5 

p-Chloroaniline 4-氯苯胺 (106-47-8) ppm ND 5 
2,4-Diaminoanisole  
2,4'-二氨茴香醚 (615-05-4) ppm ND 5 
4,4’-Diaminodiphenylmethane  
4,4'-二氨基二苯甲烷 (101-77-9) ppm ND 5 
3,3’-Dichlorobenzidine  
3,3'-二氯聯苯胺 (91-94-1) ppm ND 5 
3,3’-Dimethoxybenzidine  
3,3'-二甲氧基聯苯胺(119-90-4) ppm ND 5 
3,3’-Dimethylbenzidine  
3,3'-二甲基聯苯胺 (119-93-7) ppm ND 5 
3,3’-Dimethyl-4,4’-
Diaminodiphenylmethane  
3,3'-二甲基-4,4'-二氨基二苯甲烷）
(838-88-0) 

ppm ND 5 

P-Cresidine  
2-甲氧基-5 甲基苯胺 (120-71-8) ppm ND 5 
4,4’-Methylene-Bis-(2-Chloroaniline)
4,4'-亞甲基-雙-(2-氯苯胺)  
(101-14-4) 

ppm ND 5 

4,4’-Oxydianiline  
4,4'-二胺基聯苯醚 (101-80-4) ppm ND 5 
4,4’-Thiodianiline  
4,4'-硫苯胺 (139-65-1) ppm ND 5 

o-Toluidine 鄰甲苯胺 (95-53-4) ppm ND 5 
2,4-Toluylendiamine  
2,4-二氨基甲苯 (95-80-7) ppm ND 5 
2,4,5-Trimethylaniline  
2,4,5-三甲苯胺 (131-17-7) ppm ND 5 

o-Anisidine 鄰甲氧基苯胺 (90-04-0) ppm ND 5 
4-Aminoazobenzene  
4-胺基偶氮苯 (60-09-3) ppm ND 5 

2,4-Xylidine 2,4-二甲苯胺 (95-68-1) ppm ND 5 
2,6-Xylidine 2,6-二甲苯胺 (87-62-7) ppm 

With reference to EN 14362-1:2012 
and determined by GC-MS.  
參考 EN 14362-1:2012，以氣相層析

質譜儀分析。 

ND 5 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

Specific Benzotriazole 特定苯并三氮唑 
2-Benzotriazol-2-yl-4,6-di-tert-
butylphenol (UV-320)  
2-(2-羥基-3’,5’-二-叔-丁基苯基)-苯
並三唑 (3846-71-7) 

ppm ND 10 

2-(2H-Benzotriazol-2-yl)-4,6-
ditertpentylphenol (UV-328) 
2-(2’-羥基-3’,5’-二-叔-戊基苯基)苯
並三唑  (25973-55-1) 

ppm 

With reference to USEPA 3540C, by 
solvent extraction and determined by 
GC-MS. 
參考 USEPA 3540C，以溶劑萃取並用

氣相層析質譜儀分析。 ND 10 

Beryllium (Be) Compounds 鈹化合物  

Beryllium (Be) Content 鈹含量 ppm ND 2 

Beryllium Oxide (BeO)  
(Calculated by Be Content)   
氧化鈹 (以鈹含量計算) 

ppm ND -- 

Beryllium Copper (BeCu) 
(Calculated by Be Content)   
鈹青銅 (以鈹含量計算) 

ppm 

With reference to USEPA 3052, by 
microwave digestion and determined 
by ICP-OES.  
參考 USEPA 3052，以微波消化法並用

感應耦合電漿原子放射光譜儀分析。 
ND -- 

Cobalt (Co) Compounds 鈷化合物  

Cobalt (Co) Content 鈷含量 ppm ND 2 

Cobalt Dichloride(CoCl2) 
(Calculated by Co content) 
二氯化鈷 (以 Co 含量計算) 

ppm 

With reference to USEPA 3052, by 
microwave digestion and determined 
by ICP-OES.  
參考 USEPA 3052，以微波消化法並用

感應耦合電漿原子放射光譜儀分析。 ND -- 

Arsenic (As) Compounds 砷化合物  

Arsenic (As) Content 砷含量 ppm ND 2 

Diarsenic Pentaoxide(As2O5) 
(Calculated by As Content)   
五氧化二砷 (以砷含量計算) 

ppm ND -- 

Diarsenic Trioxide (As2O3) 
(Calculated by As Content)   
三氧化二砷 (以砷含量計算) 

ppm 

With reference to USEPA 3052, by 
microwave digestion and determined 
by ICP-OES.  
參考 USEPA 3052，以微波消化法並用

感應耦合電漿原子放射光譜儀分析。 
ND -- 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

Phthalates 鄰苯二甲酸酯 
Di(2-ethylhexyl) Phthalate (DEHP)  
鄰苯二甲酸二(2-乙基己基)酯 ppm ND 50 

Dibutyl Phthalate (DBP)  
鄰苯二甲酸二丁酯 ppm ND 50 

Benzyl Butyl Phthalate (BBP)  
鄰苯二甲酸苯基丁酯 ppm ND 50 

Di-(Iso-Nonyl)Phthalate (DINP)  
鄰苯二甲酸二異壬酯 ppm ND 50 

Di-(Iso-Decyl)Phthalate (DIDP)  
鄰苯二甲酸二異葵酯 ppm ND 50 

Di-(N-Octyl) Phthalate (DNOP)  
鄰苯二甲酸二辛酯 ppm ND 50 

Di-n-hexyl phthalate (DNHP)  
鄰苯二甲酸二正己酯 ppm ND 50 

Bis(2-Methoxyethyl) Phthalate 
(DMEP)鄰苯二甲酸(2-乙基甲醚)酯 ppm ND 50 

Diisobutyl Phthalate (DIBP)  
鄰苯二甲酸二異丁酯 ppm ND 50 

1,2-Benzenedicarboxylic Acid, di-
C7-11-branched and Linear Alkyl 
Esters (DHNUP) 鄰苯二甲酸二  (C7-
11 支鏈與直鏈)烷基酯 

ppm ND 50 

1,2-Benzenedicarboxylic Acid, di-
C6-8-Branched Alkyl Esters, C7-rich 
(DIHP) 鄰苯二甲酸二 (C6-8 支鏈與

直鏈) 烷基酯，富 C7 

ppm ND 50 

Diisopentylphthalate 
鄰苯二甲酸二異戊酯 ppm ND 50 

1,2-Benzenedicarboxylic acid, 
dipentylester, branched and linear 
支鏈與直鏈的鄰苯二甲酸二戊酯 

ppm ND 50 

n-pentyl-isopentylphthalate 
鄰苯二甲酸正戊基異戊基酯 ppm ND 50 

Dipentyl phthalate (DPP) 
鄰苯二甲酸二戊酯 ppm ND 50 

1,2-Benzenedicarboxylic acid, 
dihexyl ester, branched and linear 
鄰苯二甲酸二己酯 (支鏈和直鏈) 

ppm 

With reference to EN 14372: 2004, 
by solvent extraction and determined 
by GC-MS. 
參考 EN 14372: 2004，以溶劑萃取並

用氣相層析質譜儀分析。 

ND 50 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

Polycyclic Aromatic Hydrocarbons (PAHs) 多環芳香族化合物 
Chrysene 屈 ppm ND 0.2 
Benzo[a]Anthracene 苯并[a]蒽 ppm ND 0.2 
Benzo[b] Fluoranthene  
苯并[b]荧蒽 ppm ND 0.2 

Benzo[k] Fluoranthene  
苯并[k]荧蒽 ppm ND 0.2 

Benzo[j] Fluoranthene  
苯并[j]荧蒽 ppm ND 0.2 

Benzo[a]Pyrene 苯并[a]芘 ppm ND 0.2 
Benzo[e]Pyrene 苯并[e]芘 ppm ND 0.2 
Dibenzo[a,h] Anthrancene  
二苯并[a,h]蒽 ppm 

With reference to AfPS GS 2014:01 
PAK issued by the German 
committee on product safety (AfPS), 
by solvent extraction and 
determined by GC-MS. 
參考 AfPS GS 2014:01 PAK，以溶劑

萃取並以氣相層析質譜儀分析。 

ND 0.2 

Ozone Depleting Substances (ODS) 臭氧危害物質 
Chlorofluorocarbon (CFCs)  
(Class I, Group I) 氟氯碳化物 ppm ND 1 

Halon (Class I, Group II) 海龍 ppm ND 1 
Chlorofluorocarbon (CFCs)  
(Class I, Group III) 氟氯碳化物 ppm ND 1 

Carbon Tetrachloride (CCl4) 
(Class I, Group IV) 四氯化碳 ppm ND 1 

1,1,1-Trichloroethane  
(Class I, Group V) 1,1,1-三氯乙烷 ppm ND 1 

Bromomethane (Class I, Group VI) 
溴甲烷 ppm ND 1 

Hydrobromofluorocarbon (HBFCs) 
(Class I, Group VII) 氟溴烴 ppm ND 1 

Chlorobromomethane  
(Class I, Group VIII) 溴氯甲烷 ppm ND 1 

Hydrochlorofluorocarbon (HCFCs) 
(Class II) 氫氟氯烴 ppm 

With reference to USEPA 5021A / 
8260C and determined by GC-MS 
linked with Headspace. 
參考 USEPA 5021A / 8260C，以氣相

層析質譜儀連接頂空進樣器分析。 

ND 1 

Ozone Depleting Substance Subsititutes 臭氧危害物質替代物 

Perfluorocarbon (PFC) 全氟化碳 ppm ND 1 

Hydrofluorocarbon (HFC) 氫氟烴 ppm ND 1 

Sulfur Hexafluoride (SF6)  
六氟化硫 ppm 

With reference to USEPA 5021A / 
8260C and determined by GC-MS 
linked with Headspace. 
參考 USEPA 5021A / 8260C，以氣相

層析質譜儀連接頂空進樣器分析。 
ND 1 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

Specific Boric Acid and Derivatives Include (Calculated by B content) 
特定硼酸及其衍生物 (以硼含量計算) 
Boron (B) Content 硼含量 ppm ND 2 
Boric Acid 硼酸 ppm ND -- 
Disodium Tetraborate, Anhydrous 
無水四硼酸二鈉 ppm ND -- 

Tetraboron Disodium Heptaoxide, 
Hydrate 水合七氧化四硼酸二鈉 ppm ND -- 

Disodium Tetraborate Decahydrate 
十水四硼酸二鈉 ppm 

With reference to USEPA 3052, by 
microwave digestion and determined 
by ICP-OES.  
參考 USEPA 3052，以微波消化法並用

感應耦合電漿原子放射光譜儀分析。 

ND -- 

Halogen Content 鹵素含量 

Chlorine (Cl) 氯 ppm ND 50 

Bromine (Br) 溴 ppm 

With reference to EN 14582:2007 by 
combustion bomb with oxygen and 
determined by Ion Chromatography. 
參考 EN 14582:2007，以氧彈燃燒集

氣法並用離子層析儀分析。 
ND 50 

Others 其他 

Polychlorinated Biphenyls  
(PCBs)  
多氯聯苯 

ppm 

With reference to USEPA 3540C / 
8082A, by solvent extraction and 
determined by GC-ECD or GC-MS.  
參考 USEPA 3540C / 8082A，以溶劑

萃取並用氣相層析電子捕捉偵測器或

氣相層析質譜儀分析。 

ND 1 

Polychlorinated Naphthalenes  
(PCNs)  
多氯化萘 

ppm 

With reference to USEPA 3540C / 
8081B, by solvent extraction and 
determined by GC-ECD or GC-MS.  
參考 USEPA 3540C / 8081B，以溶劑

萃取並用氣相層析電子捕捉偵測器或

氣相層析質譜儀分析。 

ND 10 

Polychlorinated Terphenyls 
(PCTs)  
多氯三聯苯 

ppm 

With reference to USEPA 3540C, by 
solvent extraction and determined by 
GC-ECD or GC-MS.  
參考 USEPA 3540C，以溶劑萃取並用

氣相層析電子捕捉偵測器或氣相層析

質譜儀分析。 

ND 10 

Short Chain Chlorinated Paraffins  
(C10~C13)  
短鏈氯化石蠟 

ppm 

With reference to USEPA 3540C, by 
solvent extraction and determined by 
GC-ECD or GC-MS.  
參考 USEPA 3540C，以溶劑萃取並用

氣相層析電子捕捉偵測器或氣相層析

質譜儀分析。 

ND 5 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

Polyvinyl Chloride  
(PVC)  
聚氯乙烯和聚氯乙烯混合物 

NA 

Beilstein’s test (Flame Test) and FT-
IR analysis.  
火焰法及傅立葉轉換紅外線吸收光譜

儀檢測。 

Negative NA 

Tris(2-Chloroethyl) Phosphate  
(TCEP)   
磷酸三(2-氯乙基)酯 

ppm ND 5 

Tris(2-chloro-1-methylethyl) 
phosphate 
(TCPP) 
磷酸三(2-氯丙基)酯 

ppm ND 5 

Tris(1,3-dichloro-2-propyl) 
phosphate 
(TDCPP) 
磷酸三(2,3-二氯丙基)酯 

ppm 

With reference to USEPA 3540C, by 
solvent extraction and determined by 
GC-MS. 
參考 USEPA 3540C，以溶劑萃取並用

氣相層析質譜儀分析。 

ND 5 

Hexabromocyclododecane  
(HBCDD) 
六溴環十二烷 

ppm 

With reference to USEPA 3540C, by 
solvent extraction and determined by 
GC-MS.  
參考 USEPA 3540C，以溶劑萃取並用

氣相層析質譜儀分析。 

ND 10 

Formaldehyde  
甲醛 ppm 

With reference to ISO 17226-1 and 
determined by HPLC-DAD.  
參考 ISO 17226-1，並用高效液相層

析儀光二極體陣列偵測儀分析。 

ND 5 

Dimethylfurmarate  
(DMFu)  
富馬酸二甲酯 

ppm 

With reference to ISO/TS 16186, by 
solvent extraction and determined by 
GC-MS. 
參考 ISO/TS 16186，以溶劑萃取並用

氣相層析質譜儀分析。 

ND 0.1 

Perfluorooctane Sulfonates 
(PFOS) 全氟辛磺酸 ppm ND 0.05 

Perfluorooctanoic acid (PFOA) and 
individual salts and esters of PFOA 
全氟辛酸及其鹽類和酯類 

ppm 

With reference to CEN/TS 
15968:2010, by solvent extraction 
and determined by LC-MS-MS.  
參考 CEN/TS 15968:2010，以溶劑萃

取並用液相層析串聯式質譜儀分析。 ND 0.05 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

4-(1,1,3,3-tetramethylbutyl) phenol
4-(1,1,3,3-四甲基丁基)苯酚 ppm 

With reference to USEPA 3550C, by 
solvent extraction and determined by 
GC-MS. 
參考 USEPA 3550C，以溶劑萃取並用

氣相層析質譜儀分析。 

ND 10 

Bis(2-methoxyethyl) ether 
氘代雙(2-甲氧基乙基)醚 ppm 

With reference to USEPA 3550C, by 
solvent extraction and determined by 
GC-MS. 
參考 USEPA 3550C，以溶劑萃取並用

氣相層析質譜儀分析。 

ND 10 

N,N-dimethylacetamide 
(DMAC) 
N’,N-二甲基乙醯胺 

ppm 

With reference to USEPA 3550C, by 
solvent extraction and determined by 
GC-MS. 
參考 USEPA 3550C，以溶劑萃取並用

氣相層析質譜儀分析。 

ND 10 

Ethylene glycol dimethyl ether 
(EGDME) 
二乙二醇二甲醚 

ppm 

With reference to USEPA 3550C, by 
solvent extraction and determined by 
GC-MS. 
參考 USEPA 3550C，以溶劑萃取並用

氣相層析質譜儀分析。 

ND 10 

Perchlorates 
高氯酸鹽 ppm 

By Ion Chromatography analysis. 
以離子層析儀分析。 ND 0.006 

Trixylyl phosphate 
(TXP) 
磷酸三(二甲苯)酯 

ppm 

Solvent extraction method was used 
and determined by GC-MS. 
以溶劑萃取，並用氣相層析質譜儀分

析。 

ND 100 

2-Ethylhexyl 10-ethyl-4,4-dioctyl-7-
oxo-8-oxa-3,5-dithia-4-
stannatetradecanoate (DOTE)  
二正辛基-双(2-乙基己基巰基乙酸

酯)錫 

ppm 

Solvent extraction method was used 
and determined by GC-MS. 
以溶劑萃取，並用氣相層析質譜儀分

析。 

ND 100 

Reaction mass of 2-ethylhexyl 10-
ethyl-4,4-dioctyl-7-oxo-8-oxa-3,5-
dithia-4-stannatetradecanoate and 
2-ethylhexyl 10-ethyl-4-[[2-[(2-
ethylhexyl)oxy]-2-oxoethyl]thio]-4-
octyl-7-oxo-8-oxa-3,5-dithia-4-
stannatetradecanoate (reaction 
mass of DOTE and MOTE) 二正辛

基-双(2-乙基己基巰基乙酸酯)錫和

單辛基-三(2-乙基己基巰基乙酸酯)
錫的反應物 

ppm 

Solvent extraction method was used 
and determined by GC-MS. 
以溶劑萃取，並用氣相層析質譜儀分

析。 

ND 100 
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Test Result Summary 測試結果:  

Result 結果 (ppm) Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 Semitransparent plastic

MDL 
偵測極限

Benzenamine, N-phenyl-, reaction 
products with styrene and 2,4,4-
trimethylpentene (BNST) 
(68921-45-9) 
二苯胺、苯乙烯及 2,4,4-三甲基戊烯

的反應產物 

ppm 

Solvent extraction method was used 
and determined by GC-MS. 
以溶劑萃取，並用氣相層析質譜儀分

析。 

ND 30 

 
Remarks: ppm = Parts per million based on weight of tested sample 百萬分之一，依據測試樣品重量計算 
備註 ND = Not detected 未檢測出 
 NA = Not applicable 不適用 
 MDL  = Quantitation limit of test method 方法偵測極限 
 Negative = A negative test result indicated positive observation was not found at the time of test.  

此陰性結果顯示樣品在分析過程中無發現任何陽性現象的存在。 
 
Responsibility of chemist 分析人員 : Pelny Hsiao/ Vita Fu 
 
Date Sample Received 樣品收件日期 : Apr 07, 2016 
Test Period 樣品測試期間 : Apr 11, 2016 to Apr 20, 2016 
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Measurement Flowchart 測試流程圖: 
 
Test for Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Content RoHS 六項測試 
Reference Method 參考方法: Cd/Pb: IEC 62321-5:2013; Hg: IEC 62321-4:2013;  
                             Chromium (VI): IEC 62321-7-1:2015 (boiling water extraction);  

Chromium (VI): IEC 62321:2008 (alkaline extraction); 
PBBs/PBDEs: IEC 62321-6:2015 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 

Sampling
取樣 

For different material, 
digest the sample with 

appropriate acid*1 依材質

以適當酸液*1 消化 

Make up with deionized 
water 
定量 

Cd/Pb/Hg
鎘/鉛/汞 

Weigh sample and add 
organic solvent 

秤重並加入有機溶劑

By solvent extraction
溶劑萃取 

 

Concentrate the extract
and make up with organic 

solvent 
濃縮後定量 

PBBs/PBDEs
多溴聯苯/多溴聯苯醚

Analyzed by ICP-OES 
使用 ICP-OES 分析 

Analyzed by GC-MS
使用 GC-MS 分析

Confirm the tested 
samples are totally 

dissolved 
確認樣品完全溶解 

Weigh sample,  
alkaline extraction. 
秤重, 鹼液法萃取 

Make up with deionized water and 
add diphenyl-carbazide solution 

定量並加入顯色劑 

Cool and filter the extract
冷卻並過濾萃出液 

Cr6+

六價鉻 

Analyzed by UV-VIS
使用 UV-VIS 分析 

50cm2 sample, boiling 
water extraction 

取 50 平方公分樣品進

行沸水萃取 

Metal
金屬  

Polymers / 
Electronics 
聚合物/電子產品

Visual observation*2

目測法*2 

Metal
金屬  

Polymers / 
Electronics 
聚合物/電子產品 
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Remark 備註: 
*1: List of Appropriate Acid 各材質添加酸液如下表： 

Material 材質 Acid Added for Digestion 添加酸液種類 

Polymers 聚合物 HNO3,HCl,HF,H2O2,H3BO3 硝酸、鹽酸、氫氟酸、雙氧水、硼酸 
Metals 金屬 HNO3,HCl,HF 硝酸、鹽酸、氫氟酸 
Electronics 電子產品 HNO3,HCl,H2O2,HBF4 硝酸、鹽酸、雙氧水、氟硼酸 

 
*2: If sample solution is significantly more intense than 0.13 μg/cm2 equivalent comparison standard, Chromium VI 

would be determined as detected, the result of visual observation is positive.   
當待測樣品溶液顏色明顯比 0.13 μg/cm2 深，採用目測法判定六價鉻結果為陽性。 
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Test for Halogen Content 鹵素測試 
Reference Standard 參考方法：EN 14582 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

Add absorbent in a combustion bomb & place 
weighed sample into sample cup 

將吸收液倒入氧彈瓶內並將樣品秤重放入 

Fill oxygen into the combustion bomb 
將氧氣充入氧彈瓶 

Ignite then leave the bomb at room 
temperature  

點火，俟燃燒完全後靜置至室溫 

Transfer the absorbent into a volumetric flask
將吸收液移入定量瓶 

Make up with deionized water 
以去離子水定量 

Sampling 
取樣 

Analyzed by Ion Chromatography 
以離子層析儀分析
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Test for AZO Colorant 偶氮色料測試 
Reference Method 參考方法: EN 14362-1: 2012 

 
  

Sample 樣品

Analyzed by GC-MS and confirmed by HPLC-
DAD or LC-MS 

使用氣相層析質譜儀分析，若有疑似待測

物，再使用高效液相層析儀光二極體陣列偵

測儀或質譜儀確認

For chlorobenzene extraction  
(w. disperse dye or undetermined) 

需以氯苯萃取 (含分散性染料或未知) 

For direct reductive cleavage  
(colorant or w/o. disperse dye) 

可直接進行還原分解 (著色劑或不含分散性染料)

Weigh sample accurately into a test tube 
精確秤取樣品放入試管 

Add methanol 
添加甲醇 

Weigh sample accurately and reflux with 
chlorobenzene 

精確秤取樣品，以氯苯迴流

Extract is concentrated 
and transferred 

quantitatively into test 
tube with methanol 

萃取液濃縮後，以甲醇定

量移到試管 

Colorized sample
仍帶有顏色的樣品

Combine the 
sample with 
concentrated 

extract 
樣品與濃縮的萃取

液合併

Add citrate buffer solution, heat 70℃, 30 min
添加檸檬酸緩衝溶液，在 70℃下加熱 30 分鐘 

Reductive cleavage by sodium dithionite solution
以二硫代亞硫酸鈉溶液進行還原分解 

Clean-up by diatomaceous earth column
以矽藻土淨化 
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Test for Phthalates Contents 鄰苯二甲酸酯測試 
Reference Method 參考方法: EN 14372: 2004 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

Sampling 
取樣 

Weigh sample and add organic solvent 
秤重並加入有機溶劑 

 

By solvent extraction 
溶劑萃取 

Concentrate the extract and make up with 
organic solvent 

濃縮後定量

Analyzed by GC-MS 
使用 GC-MS 分析 
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Test for Polycyclic Aromatic Hydrocarbons (PAHs) Contents 多環芳香族化合物測試 
Reference Method 參考方法：AfPS GS 2014:01 PAK  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

Sampling 
取樣 

Weigh sample and add toluene 
秤重並加入甲苯 

By ultrasonic extraction at 60°C for 1 hour 
以 60°C 超音波震盪萃取一小時 

After cooling to room temperature take an 
aliquot from the extract  

冷卻至室溫，並取出萃取液 

Analyzed by GC-MS 
使用 GC-MS 分析 
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Test for Asbestos 石綿測試 
Reference Method 參考方法: FT-IR Analysis 傅立葉轉換紅外線吸收光譜儀檢測 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 Spectrum matched 
with standard ? 

與標準圖譜相符? 
 

Sampling 
取樣 

Place the sample into the chamber of FT-IR, 
screen sample by IR 

將裁剪後的樣品放置 FT-IR 偵測室內，進行紅

外線掃描測試 

Yes 是

No 否

Positive 
陽性 

Negative
陰性 
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Test for Perfluorooctane Sulfonates (PFOS) /  
Perfluorooctanoic acid (PFOA) and individual salts and esters of PFOA Contents  
全氟辛磺酸 / 全氟辛酸及其鹽類和酯類測試 
Reference Method 參考方法: CEN/TS 15968:2010 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

Sampling 
取樣 

Get appropriate weigh or surface of sample 
and add organic solvent 

取得樣品適當重量或面積並加入有機溶劑 

By solvent extraction 
溶劑萃取 

Concentrate the extract and make up with 
organic solvent 

濃縮後定量 

Analyzed by LC-MS-MS 
使用 LC-MS-MS 分析 
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Test for UV Absorbent / UV 吸收劑 
Reference Standard 參考方法：USEPA 3540C 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

Sampling 
取樣 

Weigh sample and add organic solvent 
秤重並加入有機溶劑 

By solvent extraction 
溶劑萃取 

Concentrate the extract and make up with 
organic solvent 

濃縮後定量 

Analyzed by GC-MS 
使用 GC-MS 分析 
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Test for Formaldehyde Content 甲醛 
Reference Standard 參考方法：ISO 17226 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  

 
 
 

Sampling 
取樣 

Weight sample and add detergent solution in 
flask 

秤重並加入萃取溶液 

Stir or shake smoothly flask at 40℃ in a 
water bath for 60 min. 

以 40℃的水浴方式攪拌或輕輕搖晃萃取瓶 60
分鐘 

Add DNPH reaction solution and make up 
with deionized water  

以 DNPH 反應試劑進行衍生，並以去離子水進

行定量 

Filter the extract and cool  
過濾萃取液並以靜置冷卻 

Analyzed by HPLC-DAD 
以 HPLC-DAD 分析 



 
 

Test Report 測試報告 
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End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular course of action. Intertek 
does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this report save as provided for in 
those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this 
report, in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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