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FORMOSA PLASTICS CORPORATION

NO. 100, SHUI-GUAN RD., JEN-WU DIST., KAOHSIUNG CITY,
TAIWAN (R.O.C.)

IMPACT MODIFIER ADDITIVE.

THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CLIENT AS :

IMPACT MODIFIER ADDITIVE.

WHITE.

M-81.

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of 
the Company. 除非另有說明，此報告結果僅對測試之樣品負責。本報告未經本公司書面許可，不可部份複製。 
This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. 
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein.  Any holder of this Test Report is advised that information contained hereon reflects the 
Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any.  The Company’s sole responsibility is to its Client and this document does not 
exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents.  Any unauthorized alteration, forgery or falsification of the content or 
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. 
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TEST ITEM(S) METHOD RESULT

DIMETHYL FUMARATE
WITH REFERENCE TO ISO/TS
16186:2012. ANALYSIS WAS

PERFORMED BY GC-MS.
n.d.

NOTE 2：MDL = METHOD DETECTION LIMIT.
NOTE 3：n.d. = Not Detected.

NOTE 1：mg/kg=ppm

UNIT

ppm

TEST RESULT(S)：

MDL

0.1
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** END OF REPORT **

SAMPLE PHOTO
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