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Client £/ FORMOSA PLASTICS CORPORATION/& &R T (AR A E)

No. 1, Formosa Industrial Complex, Mailiao, Yunlin 638, Taiwan, R.O.C./
B8 EAISE 6384 W T EEE 158

Test item(s) Jz0kE & W = S S AR LIRS 2 B ) Taisox EVA High Elastic Foaming
Grade Polymer

Identification/Model No(s): 7180M, 7380M, 7480M, 7680M, 7780M
BV A%

Sample obtaining method: Sending by customer
B EH 7

Condition at delivery: Test item complete and undamaged.

B

Sample receiving date: 2025-11-11
WEEHAT:

Testing period: 2025-11-11 — 2025-12-10
R

Place of testing: TUV Rheinland Hong Kong Ltd.

Test specification Jz{ZEx: Test result Jz4Z4E:
Testing according to customer’s specification for the following parameters:
EN 71-3:2019+A2:2024 Migration of certain elements/fi E EEE A H = Pass/&#&

For and on behalf of
TUV Rheinland Taiwan Ltd.

2026-01-02 Arthur Cheng/Project Manage
Date 7 Name/Position 2£5/B# (7

Report Authenticity Verification, please email: softlines@twn.tuv.com

L EEMRES AR - HEHZE softlines@twn.tuv.com
Sample information is provided by customer. Test result is drawn according to the kind and extent of tests performed.
This test report relates to the above mentioned test sample. Without permission of the test center this test report is not permitted to be duplicated in extracts. This
test report does not entitle to carry any safety mark on this or similar products.
"Decision Rule" document announced in our website (https://www.tuv.com/landingpage/en/qm-gcn/) describes the statement of conformity and its rule of
enforcement for test results are applicable throughout this test report.
i ls B 5 HEHE o R4 R AT AR 0 REAR R G TT 7T KA AL BB o R Pi0a T ] - R T 7R a0 PR - T REIRIEML 1
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Material list/#HElEE
;gj;%% Material/#1'& Color/Eit Location/{ir &
1 Plastic/¥j2 Transparent/3%HA TCL251111-04

Test Method/ izt 7572 : Migration of certain elements/f5  EE & & At & -
with reference to EN 71-3:2019+A2:2024, analyzed by ICP-OES / ICP-MS / LC-ICP-MS/

IC-UV/ GC-MS.

: g Regulator

Material No./f4 )55 Mat.1 Req%ireme)r/\t
ERRER

Parameter / Az IEH Unit/ Bfiz | MDL Result / 455 (Category 3)
Aluminum (Al) / $= mg/kg 10 n.d. 28,130
Antimony (Sb) / §# mg/kg 5 n.d. 560
Arsenic (As) / Tl mg/kg 5 n.d. 47
Barium (Ba) / $1 mg/kg 25 n.d. 18,750
Boron (B) / #fi mg/kg 10 n.d. 15,000
Cadmium (Cd) / #& mg/kg 1 n.d. 17
Chromium 111 (Crlll) /= (& mg/kg 10 n.d. 460
Chromium VI (CrVI) /75 {E$% mg/kg 0.045 n.d. 0.053
Cobalt (Co) / ¢k mg/kg 25 n.d. 130
Copper (Cu) / £ mg/kg 2.5 n.d. 7,700
Lead (Pb) / % mg/kg 2.5 n.d. 23
Manganese (Mn) / #% mg/kg 25 n.d. 15,000
Mercury (Hg) / 7k mg/kg 2.5 n.d. 94
Nickel (Ni) / $% mg/kg 25 n.d. 930
Selenium (Se) / fif mg/kg 10 n.d. 460
Strontium (Sr) / §# mg/kg 25 n.d. 56,000
Tin (Sn)/ £ mg/kg 1.0 n.d. 180,000
Organic Tin / B mg/kg 0.2 - 12
Zinc (Zn) | & mg/kg 10 n.d. 46,000

Abbreviation: MDL = Method Detection Limit/J5;2{& Rt E{E
n.d. = Not Detected/>f4H ; Less than MDL//[\/A MDL
mg/kg = milligram per kilogram/Z 7 &/\ T
A denotes Organic tin are not necessary to be determined when the Tin concentration is less
than calculated limit (3.2 mg/kg) or the components were confirmed to be pure metal

Remark :

* Categorization of toys materials is based on the material texture. According to point H.11 of Annex H to
EN 71-3:2019+A2:2024, cosmetic materials with dry, brittle, powder like or pliable texture such as
lipstick and eyeshadow are considered as category | materials. However, as a reminder, it cannot
preclude the possibility that some national enforcement authorities might take a more stringent action
to treat cosmetic materials as sticky and evaluate according to category Il requirement as they are
intended to be applied on skin and retained for long time.
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